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Colorado Department of Transportation
Structure Inspection and Inventory Report (English Units)

Element Inspection Report

Highway Number (ON) 5D: 470A 1
Mile Post (ON)11: 25.532 mi

Elm/En Description Units(Total Qty %in1CS1(%in2CS2%in3CS3/%in4CS4%in5 CS5
26/4 |Conc Deck/Coatd Bars (SF) 10,002 0% 0100 %10,002 0 % 0 0% 0 0% 0
109/4 |P/S Conc Open Girder (LF) 1,141100 % 1,140 0 % 11 0% 0 0% 0 0% 0
210/4 |R/Conc Pier Wall (LF) 46 98 % 45 2% 1| 0% 0 0% 0 0% 0
215/4 |R/Conc Abutment (LF) 132 98 % 130 1% 11 1% 1 0% 0 0% 0
234/4 |R/Conc Cap (LF) 64100 % 64 0% 0 0% 0 0% 0 0% 0
301/4 |Pourable Joint Seal (LF) 132100 % 132 0% 0 0% 0 0% 0 0% 0
302/4 |Compresshn Joint Seal (LF) 1320 77% 102 15% 20 8% 10 0% 0 0% 0
321/4 |R/Conc Approach Slab (EA) 2100 % 2 0% 0 0% 0 0% 0 0% 0
325/4 |Slope Prot/Berms (EA) 2100 % 2 0% 0 0% 0 0% 0 0% 0
326/4 Bridge Wingwalls (EA) 4100 % 4 0% 0 0% 0 0% 0 0% 0
331/4 |Conc Bridge Railing (LF) 330100 % 330 0% 0 0% 0 0% 0 0% 0
340/4 |Superstr Cnc Coating (EA) 1100 % 1 0% 0 0% 0 0% 0 0% 0
341/4 |Substr Conc Coating (EA) 1100 % 1 0% 0 0% 0 0% 0 0% 0
359/4 |Soffit Smart Flag (EA) 1 0% 0100 % 11 0% 0 0% 0 0% 0
Elem/Env Description Element Notes
26/4 IConc Deck/Coatd Bars 3 Inches of asphalt over membrane.

Some small potholes and impending potholes in #1 lane.

Light to mod. trans., longit., and random cracking throughout (some open to 1/2

inch).

Raveling along concrete rail at left edge, and along longit. seams in asphalt.
109/4 P/S Conc Open Girder Some very light efflorescence seeping from hairline crack in top flange of Girder 1G,

10 feet from pier.

Minor spall at end of Girder 1D.

Minor spall in bottom flange of Girder 2A above right turn lane in NB direction.
210/4 R/Conc Pier Wall Diagonal/vertical cracks (open to 1/16 inch) near center of wall on both sides.

Some enlarged shrinkage cracks.
215/4 R/Conc Abutment Spalling with exposed rebar, and with light vertical cracks, around utility blockout in

Bay A at Abutment 3. (See 2005 photo)

Hairline diagonal cracks at haunches of widened sections.

Exposed rebar at Girder 2D at Abutment 3.

Hairline vertical cracks in widened sections at Abutment 1.

Girders are encased, and small pop-outs around Girders 2A and 2F.
234/4 R/Conc Cap Looks good.
301/4 Pourable Joint Seal Between abutments and approach slabs.

Overlaid with asphalt, and cracking along joint.
302/4 Compressn Joint Seal Evazote foam compression seals above sleeper slabs.

Partially tar sealed and asphalt is breaking up at #1 approach. (See 2005, 2011

PHOTOS)

Seal at #3 approach is exposed in #2 & #3 lanes, and it is bulging out of joint. (See

2009 Photo)
321/4 R/Conc Approach Slab Overlaid with asphalt.
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Highway Number (ON) 5D: 470A 1

Colorado Department of Transportation _ .
Mile Post (ON)11: 25.532 mi

Structure Inspection and Inventory Report (English Units)

Elem/Env Description Element Notes

325/4 Slope Prot/Berms Light horizontal cracks in both slope paves.

Pave @ A1 pulled away 0.5 to 1.25 inches.

Pave @ A3 pulled away 1.25 to 2 inches.

Vertical retaining walls constructed at toe of both slopes.
Weeds and grass are growing from some joints.

326/4 Bridge Wingwalls Diagonal and horizontal cracking in the transverse portion of the wing extensions.
Three square foot delam./spall with cracking at Abutment 3 right. (See 2005 Photo)
Beginning to spall with delam. and rust at end of #1 Lt. wing.

331/4 Conc Bridge Railing C.oncre.te Jergey barriers wi'gh he}irline vertical cracks throughout.
Finish is peeling at base of interior faces.
Light scale at base of left rail.

340/4  Superstr Cnc Coating Looks good.
341/4 Substr Conc Coating Shrinkage cracking in surface at P2.
359/4 Soffit Smart Flag Hairline trans. cracks with efflorescence in original bays of both spans.

Maintenance Activity Summary

MMS Activitv Descrintion Recommended Status Taraet Year Est Cost
364.01  Replace 12/14/2011 _ | 2013 | 5000 |

Repair compression joint seals.

353.04  Br Dk Rpr 10/27/2009 -1 2013 13000
Patch potholes and areas of raveling in asphalt surface, and approach roadway.

353.08  Br Dk Rpr 12/1/2005 -1 2013 750
Seal cracks in asphalt surface.
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] Highway Number (ON) 5D: 470A 1
Colorado Department of Transportation _ o
. . ] Mile Post (ON)11: 25.532 mi
Structure Inspection and Inventory Report (English Units) I

Maintenance Activity Summary

MMS Activitv Description Recommended Status Taraet Year Est Cost
358.06  Substr 112/1/2005 -1 2013 | 2500 |

Remove and replace loose concrete at the transverse portion of the #3 right wingwall.

Bridge Notes
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Highway Number (ON) 5D: 470A 1

Colorado Department of Transportation _ .
Mile Post (ON)11: 25.532 mi

Structure Inspection and Inventory Report (English Units)

Inspection Notes

rTime: 12:15 Temperature: 45 Degrees Weather: Clear Team Leader: TAT

Scope:

NBI: Element: D Underwater: D Fracture Critical: D Other: Type: Regular NBI

Inspector: RUTHERFORDD Inspection Team:

Inspection Date: 12/14/2011

Inspector

Inspector

Tue 2/7/2012 11:01:21

i 007b_i ti i lish
insp _inspection_sia_englis Structure ID: F-17-HM Page 5 of 5




